NIJ Standard 0101.04
September 2000

H.P. WHITE LABORATORY, INC.
R&D TEST REPORT

COMPLIANCE TESTING INFORMATION

FACILITY DESCRIPTION:

Test Laboratory: H.P. White Laboratory, | Report Number: 9785-03

TESTING CERTIFICATION:

Laboratory Representative: FOY/SHAFFER Witnessed by: NA

Test Start Date: Report Date: 05/31/05 Name Name
NA
Representing
ARMOR DESCRIPTION:
Manufacturer: GATOR HAWK ARMOR, INC. *Ballistic Material Choices Model: GH-2-1023
Date Rec'd: 05/24/05 [ Aramid [ PBO [ Ceramic | Metal | Style: MA NIJ Armor Type: 2 Enter as: 1, 2A, 2, 3A, 3, 4, or Special
*Ballistic Material: Hybrid [Polyethylene] Hybrid [Composite] Other | Male/Female: MALE NIJ STD-0101.03 Compliant: NO
SAMPLE DESCRIPTION:
Penetration-Backface Signature (P-BFS) Baseline Ballistic Limit
Sample 1 Sample 2 Sample 3 Sample 4 Sample 5 Sample 6 Sample 7 Sample 8 Sample 9 Sample 10
Front Back Front Back Front Back Front Back Front Back Front Back Front Back Front Back Front Back Front Back
Size: MS-1 MXL MR MLL LL LLR 3XS-2 3XS-1S 2XR 2XSS
Panel Serial Number:] 1764-39 | 1764-40 | 1764-25 1764-46 2781-15 | 2781-16 | 2226-471 | 2226-48 | 2598-125 | 2598-126
Plate Serial Number; NA NA NA NA NA NA NA NA NA NA
Lot Number:] 102802-1 | 102802-1 | 102802-1 | 102802-1 | 060303-2 | 060303-2 | 060303-2 | 060303-2 | 041503-3 | 041503-3
Gross Weight (Ib.): 1.03 1.45 1.17 1.36 1.43 1.45 1.61 1.61 1.7 1.52
TEST DESCRIPTION:
Penetration-Backface Signature (P-BFS) Baseline Ballistic Limit
Sample 1 Sample 2 Sample 3 Sample 4 Sample 5 Sample 6 Sample 7 Sample 8 Sample 9 Sample 10
Front Back Front Back Front Back Front Back Front Back Front Back Front Back Front Back Front Back Front Back
Test Condition: Wet Wet Wet Wet Wet Wet Wet Wet Dry Dry Dry Dry Dry Dry Dry Dry Dry Dry Dry Dry
Threat Ammunition]  9mm 9mm 9mm 9mm .357 Mag | .357 Mag | .357 Mag | .357 Mag 9Imm 9mm 9Imm 9mm 9Imm 9mm 9Imm 9mm 9mm 9mm 9Imm 9mm
Bullet (grain/type):| 124/FMJ | 124/FMJ | 124/FMJ 124/FMJ 158/JSP | 158/JSP | 158/JSP | 158/JSP | 124/FMJ | 124/FMJ | 124/FMJ | 124/FMJ | 124/FMJ | 124/FMJ | 124/FMJ | 124/FMJ | 124/FMJ | 124/FMJ | 124/FMJ | 124/FMJ
NIJ Reference Velocity (ft/s): 1205 1205 1205 1205 1430 1430 1430 1430 1430 1430 1430 1430 1430 1430 1430 1430 1430 1430 1430 1430
Provided BL Lower Velocity (ft/s):
Bullet Manufacturer:REMINGTOIREMINGTOREMINGTOIREMINGTONREMINGTOREMINGTOREMINGTORREMINGTOREMINGTOIREMINGTOREMINGTOIREMINGTORREMINGTOREMINGTOIREMINGTOREMINGTOIREMINGTOIREMINGTOREMINGTOIREMINGTOMN
Bullet Lot Number:| 23558 23558 23558 23558 22847 22847 22847 22847 23558 23558 23558 23558 23558 23558 23558 23558 23558 23558 23558 23558
Test Barrel Manufacturer:] HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI HPWLI
Test Barrel Length (in): 4.0 4 4.0 4.0 10.0 10 10.0 10.0 10.0 10 10.0 10.0 10.0 10.0 10.0 10.0 10.0 10.0 10.0 10.0
ARMOR CONSTRUCTION: Front Panel Rear Panel
Front Closure (Y/N):
Removable Carrier (Y/N):
Number of Layers:

Description of Stitching: PINWHEEL (1-6).TACKED AT THE SHOULDERS AND BOTTOM (1-20),

1" DIAMOND QUILT (7-20)

PINWHEEL (1-6).TACKED AT THE SHOULDERS AND BOTTOM (1-
20), 1" DIAMOND QUILT (7-20)

Individual Layer Description: LAYERS 1-15 FLEX WOVEN PBO FIBER (31x31), LAYERS 16-20

FLEX ARAMID FILM

LAYERS 1-15 FLEX WOVEN PBO FIBER (31x31), LAYERS 16-20
FLEX ARAMID FILM

REMARKS: STRAPPING: 2 VERTICAL, 3 HORIZONTAL

NOTE: ALL VEST RECEIVED ARE USED VESTS

NOTE: SAMPLE#1 SERIAL#'S FRONT: 1764-39/ BACK 1764-40 DOES NOT MEET MINIMUM SIZING FOR NIJ SIZING TEMPLATE SAMPLE #2 SERIAL #"
FRONT 1764-25/ BACK 1764-46 DOES NOT MEET MINIMUM SIZING FOR THE NIJ SIZING TEMPLATE, SAMPLE #3 SERIAL #'S FRONT 2781-15/ BACK
2781-16 DOES NOT MEET MINIMUM SIZING FOR THE NIJ SIZING TEMPLATE, SAMPLE #4 SERIAL #'S FRONT 2226-47 DOES NOT MEET MINIMUM
NECKLINE SIZING FOR NIJ SIZING TEMPLATE, BACK 2226-48 DOES CONFORM TO NIJ SIZING TEMPLATE

9785-03 CSP GH-2-1023.xIs
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